Nov. 24, 1970 E. B. GELOTTE ETAL 3,542,759
COPOLYMERIZATES OF POLYHYDROXY AND BIFUNCTIONAL COMPOUNDS
REACTED WITH ALKYLENE OXIDES AND PROCESS OF PREPARATION
. Filed Jan. 27, 1965
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